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Test Sand - #20-30

Code: 39-0430
Product Group: Test Sand

50 lbs. (22.6 kg)

Standards
ASTM C91, ASTM C185, ASTM C359, ASTM C778, AASHTO T132

Specification
Specific Gravity 2.65.
Bulk Density 97.14 PCF (1.55 6 gm/cc).
Grading Passes No. 20 sieve; retained 

on No. 30 sieve.
Weight Net 50 lbs. (22 .7 kg).
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